
アルミ 銅 ⻩銅

SPCC SPHC SECC SEHC SGCC SS400 SUS304 SUS430 A5052 C1100P C2801P

0.3mm 0.3mm 0.3mm 0.3mm

0.5mm 0.5mm 0.5mm 0.5mm 0.5mm 0.5mm

0.8mm 0.8mm ← 0.8mm 0.8mm 0.8mm 0.8mm

1.0mm 1.0mm 1.0mm ← 1.0mm 1.0mm 1.0mm 1.0mm 1.0mm

1.2mm 1.2mm 1.2mm ← 1.2mm 1.2mm 1.2mm

1.6mm 1.6mm → 1.6mm 1.5mm 1.5mm 1.5mm

2.0mm → 2.0mm 2.0mm 2.0mm 2.0mm 2.0mm 2.0mm 2.0mm

2.3mm → 2.3mm 2.5mm 2.5mm 2.5mm

2.6mm → 2.6mm

3.0mm 3.0mm 3.0mm

3.2mm 3.2mm → 3.2mm 3.2mm

4.0mm 4.0mm

4.5mm

5.0~ 5.0mm

6.0mm 6.0mm 6.0mm 6.0mm

9.0mm

板厚

鉄 ステンレス

~0.9

1.0~

2.0~

3.0~

4.0~

6.0~

材料別 板金用板厚早見表

Designed by alumania in Japan


